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rubber. The section is located in District III, between Auburn and Applegate, on road III-Pla-37-A, U.S. Route 40.

During the last two or three years, the addition of rubber either in reclaimed powder form or crude natural rubber has been
advocated by the rubber industries. The addition of rubber to asphalt pavements is not a recent development. Just prior to the
second world war, experimental test sections containing
rubber had been placed in the East Indies and some European countries, and reportedly are still in good condition.

The advantages claimed for rubber-bituminous mixtures are:
1. Improved stability due to lower temperature susceptibility.
2. Better sealing quality, thereby preventing water from seeping through the surface mixture.
3. Reduction in maintenance expense, and
4. Better nonskid properties.
During 1949 and 1950, experimental rubber-bituminous mixtures were placed in other states, such Virginia, Ohio, Texas,

Massachusetts, Minnesota and others.
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